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ABSTRACT 
Copper slag (CS) is a derivative of copper production that is mainly composed of heavy metals. The large amount of this material 
accumulated around the world entails a serious environmental danger. Its use as a replacement of mineral aggregate in asphalt 
mixtures would allow to increase the durability and resistance, taking advantage of its physical-chemical properties. In this research, 
physicochemical analyses of different combinations of CS, reclaimed asphalt pavements (RAP), asphalt cement and aggregates by 
X-Ray Diffraction (XRD) and Fourier-Transform InfraRed spectroscopy (FT-IR) were developed. Subsequently, Marshall stiffness
ratio, indirect tensile strength (IDT) and resilient modulus tests were performed to determine their implication in mechanical behaviour.
Asphalt mixes with ranges from 45 to 55% of recycled material have improved stability, Marshall Flow and Stiffness ratio, obtaining
values comparable with those from a conventional mixture. At the same time, its resilient modulus and IDT values increased by 35%
compared to conventional mixes. To maintain values similar to conventional mixes, when the amount of RAP decreases the amount
of CS should be increased, with a maximum value of 35%. This behaviour is explained by the presence of fayalite and magnetite in
CS, which are hard, dense and hydrophobic components that produce increased elastic deformation of the binder before breaking.
Keywords: Copper Slag; Reclaimed Asphalt Pavement; Physical-chemical characterization; Marshall Stiffness; Indirect Tensile
Strength; Resilient Modulus

1. Introduction
Close to 19 million tons of copper are produced annually worldwide. When this primary material is obtained at a concentration

between 2 and 2.5 tons of copper slag (CS) per ton of produced copper, this translates into an estimated annual production of close 
to 42 million tons of copper slag [1, 2]. Due to the origin and formation of this waste, which contains heavy metals such as iron, 
aluminium, copper, nickel or lead, all in their metallic or oxide form, it is classified as dangerous with a high environmental risk, 
especially when taking into consideration its leaching potential [3, 4]. 

This waste currently has minimal industrial use, therefore, it is necessary to transform this sub-product into a useful element 
for different construction areas, reducing its build-up and treating it to avoid contamination associated to leaching. This also reduces 
the use of new aggregates and the exploitation of natural resources. The CS has properties even superior to traditional aggregates 
if it is adequately processed, cooled to the air and crushed, with high angularity, resistance to wear, high density and hydrophobic 
properties [2, 5], which converts it into an adequate option as an added substitute to improve the mechanical properties both of 
concrete and asphalt pavements. Its viability as an aggregate has been proven in high resistance concretes, improving their 
mechanical performance and durability at incorporations of 20% [6–9]. Its use as cement has also been studied, obtaining favourable 
results for incorporations between 5% and 10% [10]. 

Some studies have evaluated the use of CS in asphalt mixtures, using the fine size of this material as an aggregate replacement 
[5, 11, 12]. The results show a decrease in the resilient modulus, a reduction in indirect tensile strength (IDT) but an increase in the 
tensile-strength ratio and its fatigue life, making its use favourable in asphalt mixes. Due to the characteristics of CS, the decrease 
of the resilient modulus and IDT can be compensated through the use of copper slags of a larger size, due to the edges that are 
generated after the last crushing process of the material [13]. In these studies it was also shown that including slags into the mixes 
covers this in an asphalt binder, eliminating contamination associated to leaching. 

Asphalt mixtures with CS as aggregate in all sizes would have a mechanical behaviour similar to that obtained with steel slags, 
because the most of the chemical components are identical, presenting good values of IDT, resilient modulus or Marshall stability, 
improving the resistance when compared to traditional mixtures [14–17]. However, the expansive problem associated with steel slag 
would be avoided due to the low content of calcium present in the copper slag, which would reduce the appearance of cracks in 
humid environments and prevent the excess rigidity provided by the steel slag. 

Another sub-product that helps reduce consumption of primary materials in the making of asphalt mixes is Reclaimed Asphalt 
Pavement (RAP). The use of RAP reduces manufacturing costs up to 25%, compared to a mixture that requires new primary 
materials, as a result of the reduced need for new aggregates and the decrease in the consumption of asphalt binders between 25% 
and 50%, depending on the amount of RAP used [18, 19]. 

However, the use of RAP is influenced by the binder included in this material, which is found in an aged state and has lost 
some of its properties. Adding the RAP in its natural state increases the rigidity of the mixtures, being more evident when the amounts 
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of RAP exceed 20%, but satisfactory results have been obtained in asphalt mixes with a RAP content between 10% and 70% if RAP 
fractions are adequately controlled, and their variability is avoided [19–22]. These investigations show improvements concerning 
rutting (1 to 2 mm reduction) and moisture damage (increase between 15 and 25 points), but stiffness increases are observed in 
tests of resilient and dynamic modulus [22]. Adding rejuvenating additives recovers part of the RAP aged binder properties, similar 
to using softer modified binder that allows improved adhesiveness and penetration of materials, balancing RAP binder stiffness and 
obtaining a behaviour similar to a conventional mixture [23, 24]. It was observed that in mixtures with 20% RAP and selecting the 
appropriate rejuvenator the values of Marshall stability, TSR conserved resistance, fatigue life and resilient modulus are increased, 
and at the same time the rutting and permanent deformation by creep test is reduced in 1 mm and in 20% respectively [25]. In the 
same way, if an analysis is made for mixtures with 100% RAP and vegetable or petroleum rejuvenators are used, with a 12% addition 
rate, it is observed that the RAP fulfils the SUPERPAVE requirements regarding to fatigue life and workability, considerably reducing 
its rigidity and thermal cracking, but the workability does not reach levels of a conventional mixture [24]. 

There are other investigations where the reactivation of the binder included in the RAP was evaluated through the addition of 
other materials such as cement or fly ash [25, 26]. The degree of activation generated in the material by the fly ash was determined 
by X-ray fluorescence (XRF), X-ray diffraction (XRD) and Fourier transform infrared spectroscopy (FT-IR) tests, considering that this 
material includes NaOH and Ca (OH) 2. It was obtained that these existing compounds in the ashes react with the RAP binder, 
increasing its resistance and modifying the mastic due to its pozzolanic nature [26]. In the case of the addition of cement, an increase 
in the resistance and the resilient modulus was observed after performing IDT, triaxial and bending tests, which implies an increase 
in the rigidity of mixtures with RAP [27]. In both cases, an opposite effect to the desired one is obtained due to the limestone 
component of the materials added, increasing the rigidity of the mixtures with RAP. But it highlights the reactivation of the binder, 
which means that adding other materials with reduced proportions of limestone components can reactivate the binder without 
increasing the rigidity in the mix, with no need to use rejuvenators. Precisely the behaviour generated by CS can resolve problems 
of excessive rigidness associated to the use of RAP in asphalt mixtures, considering that its natural properties can generate 
characteristics similar or superior to those of a common mixture, without incorporating additives or modified asphalt cements. The 
presence of iron oxide and silicon dioxide in the CS helps to reduce the rigidity provided by the RAP binder, reducing the hardening 
of the mastic. 

 
2. Methodology 

The tests of this study are divided into two parts, one for the physical-chemical analysis and another for the mechanical analysis. 
The physical-chemical analysis that allows to determine the components present in the CS, RAP, aggregates and asphalt cement, 
and to evaluate the chemical interaction and the reactions that take place between the materials to be analysed. X-Ray Diffraction 
(XRD) tests were carried out to identify the crystalline phases present in the mixture and determine if there are new elements due to 
some chemical interaction between the materials. Fourier-Transform InfraRed spectroscopy (FT-IR) was also performed to obtain 
the functional groups and the intensity of these, being able to determine the interaction that exists between the materials analysed. 
11 combinations of CS, RAP, aggregates and asphalt cement were carried out for the physical-chemical tests (Table 1), with which 
the test samples were made, on which a minimum of 4 measurements was made to corroborate the results. 

The most usual tests in asphalt mixtures for the mechanical analysis were selected, and at the same time those in which 
information on the modification in the adhesiveness, rigidity and elastic behaviour of the mixtures is obtained. While there are tests 
that provide more information on the real durability that these solutions may have, such as fatigue and rutting tests, those that are 
required by regulations and that in turn are easily replicable were selected, in addition to providing the most information on the effect 
of the CS on the properties that are sought to be modified. 

Marshall stability and flow tests were carried out to determine the maximum compressive strength and its deformability under 
the effect of water and temperature, since the characteristics of the CS and RAP binder, the combination of these conditions are the 
most unfavourable. This test was selected as it continues to be considered as a requirement in many regulations worldwide. At the 
same time, indirect tensile tests (IDT) were carried out, since it allows to evaluate the cohesive capacity of the mixture and the 
adhesiveness present between materials. Finally, resilient modulus tests were carried out to determine the effect of copper slag on 
the original rigidity of the RAP, to establish the degree of influence of the copper slag in this parameter. Sixteen material combinations 
were analysed (Table 2), using 64 test samples for Marshall stability/flow tests and another 64 test samples for the resilient modulus 
and indirect tensile tests. 

 
2.1. Materials 

The materials used are aggregate (AG), RAP, CS and asphalt cement (AC) AC-30 according to the ASTM D3381/D3381M 
classification. The aggregate used comes from the alluvial deposit, the RAP was obtained from the milling of an asphalt surface layer 
of a pavement, and the CS came from the CS landfill and was crushed in the sizes required for the research. The company that 
supplies the CS reported that it was air cooled and that the slags have been accumulated in the landfill for over a year. A previous 
analysis of the CS was performed to discover their compositions and concentration of heavy metals (Table 3). The highest 
concentrations obtained correspond to oxides of iron, silicon, zinc, calcium, aluminium and copper, highlighting the elevated 
concentrations of iron oxide (68.85%) and silicon oxide (19.08%). 

Physical characterization of the three aggregates was also performed. No significant differences were observed between AR 
and RAP, with a density close to 2.700 g/cm3, water absorption of 1.2% and wear of 15.5%. In CS, densities of 3.700 g/cm3, water 
absorption of less than 0.3%, and wear of 21%, was slightly higher than that obtained for the remaining materials. These differences 
are explained by the amount of oxide iron, the crystalline structure and the elevated amount of fractured faces that the material 
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present after crushing. The values of the three aggregates meet the requirements to be used as an asphalt mixture for surface layer 
[28]. 

There are two types of binder used in this research: the virgin one used as raw material for the sample preparation; and the 
binder included in the RAP portion. The RAP used included 3.8% of binder for sizes larger than 3/8”, 5.2 % for sizes from sieve N8 
to N4, and 9.1% for sizes lower than sieve N30. Both binders are AC-30 with the same original characteristics, but the one included 
in the RAP has lost part of its viscoelastic properties due to the aging during the life service. This aging produced a hardening of the 
binder and a reduction of the penetration value. The original asphalt cement AC-30 used had a viscosity of 3305 Poise at 60°C, a 
penetration of 53dmm, a density of 1.029 g/cm3 and its softening point was 50.2°C. 

 
2.2. Manufacture and test assays 

For the manufacture of samples for physical-chemical tests, aggregate sizes of approximately 0.06 mm were used, to obtain a 
homogenous mixture and observe its effects under the microscope. A manual mixture was made in hot conditions for each 
combination and once each mixture was homogenized, this was extended over a smooth and inert surface to ensure the elimination 
of any external agents. Samples with a diameter of 20 mm and a width of 2 mm were prepared and then analysed by XRD and FT-
IR.   

To obtain the mineralogical phases from the sample by XRD, Ni filters of copper K-alpha radiations (30 kV and 10 mA), with 
ventilation and anti-scattering slots of 1 mm respectively were used and, the diffraction patterns were performed in a range of 5-45° 
theta degrees, 5 seconds per 0.01° pass. To determine the functional groups and identify the organic compounds in the samples by 
FT-IR, spectrograms between 550 and 4000 cm-1 were performed.  

Marshall samples for the mechanical tests were made by volume dosage of the aggregates due to the difference in CS densities 
with the remaining materials The percentages shown in Table 2 correspond to 100% of the aggregate volume used, but not to 100% 
of the volume of sample materials, since this depends on the CS percentage that should be added to the mixture. 

To make Marshall samples, a gradation curve of the semi-dense type IV-A-12 mixture was used following the Chilean Road 
Manual [28], equivalent to a D-4 dense mixture according to the ASTM D3515 regulation. RAP particle size and CS was maintained 
with the original gradation (Table 4) by using all of the materials retained in each sieve and adding AG to adjust the three materials 
to the selected mixture gradation curve, taking advantage of all the reused materials. RAP was added to all sieves of the gradation 
curve meanwhile the slags used were between 9.50 and 0.15 mm.  

Asphalt cement AC-30 should be added to all the aggregates previously mentioned, incorporated in its optimum calculated 
amount according to the Marshall method stipulated by the ASTM D6927, considering the amount of binder provided by the RAP. 

Four samples of 101, 6 mm diameter and 63 mm high were prepared for each combination of Marshall stability/flow, IDT and 
Resilient Modulus. Manually mixing was used, maintaining a temperature of 155 ºC. Both the AG and the CS were heated to 175 ° 
C while the binder was heated to 155 ° C and the RAP to 80 ° C to prevent over-ageing of the existing binder. For Marshall 
stability/flow, samples were conditioned at 60°C during 30 minutes in a water bath, according to the ASTM D6927 standard. In the 
case of IDT, samples were conditioned in dry conditions during 6 hours at 25°C, according to ASTM D6931. To determine the 
Resilient Modulus samples were conditioned at 15°C during the 24 hours previous to the tests, following the ASTM D7369 standard. 

 
3. Results 
3.1. Physical-chemical tests 

Once the samples are made with the required dimensions, physical-chemical tests were performed. Firstly, the combinations 
were analysed by XRD (Fig. 1). The XRD patterns indicate that the CS used (Fig. 1.A) has iron and silica based oxide minerals, such 
as magnetite (Fe3O4) and fayalite (Fe2SiO4), compounds that have a high density and are hard (Table 5) [29,30]. The results are 
similar to those obtained in other researches, except that in this case there is no significant presence of calcium components [31]. 

The XRD pattern of the AG sample (Fig. 1.B) presented quartz (SiO2), albite (NaAlSi3O8), and muscovite (KAl2(AlSi3O10)(OH)2) 
as the main phases. Quartz and albite are harder than muscovite, however, the three phases have a low density compared to the 
minerals in the CS (Table 5).  

The XRD pattern of the AC-30 (Fig. 1.C) is identified only with the asphalt element, and the RAP sample (Fig. 1.D) has a 
combination of the elements present in the AR and AC-30 samples, since this material is a mixture of both, therefore, this type of 
analysis cannot distinguish differences between the base components and the AC-30.  

In the samples with combinations of the different materials (Fig. 2) the obtained elements are the sum of the individual elements 
in each material in an individual manner. This indicates that a chemical interaction is not produced between elements; therefore, the 
adherence between them is mechanic. 

Through the FT-IR analysis, the functional groups for each material and combinations were identified (Fig. 3). In all the materials 
the presence of humidity resulted in stretching of the OH- from the water molecule between 3450 and 1625 cm-1 [32]. The 
spectrograms performed for each of the CS samples (Fig. 3.A) showed peaks in the bands 875 and 566 cm-1, corresponding to Si-
O stretching and Si-O distortion of the υ3 mode in SiO4, respectively [33]. Vibrations associated to υ4 (O–Si–O) in the range of 600 
and 500 cm-1 were identified, which indicated that CS vibrations are related to the Si-O bonds [34]. The high presence of Si-O bonds 
agrees with what was obtained in other researches [31], which indicates that the CS will have a behaviour similar to acidic siliceous 
aggregates. 

Vibrations were identified in spectrograms, where AG and/or RAP were used, (Fig. 3.B, C) between the bands 900 and 1200 
cm-1 which represent stretching in the Si-O, reaffirming the presence of silicates and aluminosilicate in the mixtures. In the bands 
2920, 2852 and 1458 cm-1, stretching between carbons and hydrogens was observed, elements that belong to hydrocarbons, 
compounds that form part of the structure of petrol, identifying the presence of AC-30 (Fig. 3D). All the combinations with AC-30 (Fig. 
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4) had phenol groups, hydrocarbons and carbonyl groups, which have great strength within their bonds, working as a binder and 
providing structural properties to the mixture. 

 
3.2. Mechanical tests 

For mechanical tests, Marshall samples were made with the optimal percentage of binder, according to the ASTM D6927 
standard, considering the amount of binder provided by the RAP. Marshall stability and flow, Indirect Tensile Strength (IDT) and 
resilient modulus were measured. 

Fig. 5 shows the results of Marshall stability for all the combinations. All of them exceed 9.0 kN, which is the minimum value 
set according to the normative for the tread layer. In mixes that only included AG and RAP, the values of maximum stability increase 
in percentages that vary from 40 to 80% as the amount of RAP increases. Stability values between 16 and 23 kN were obtained, with 
a similar behaviour observed in previous studies, where these values were between 15 and 18kN for mixtures between 40% and 
60% RAP [19].  

However, when adding CS, variable results for Marshall stability were obtained. In mixes without RAP, the CS increases to 
maximum resistance at higher CS levels, passing from 12 kN in the conventional mixture to 15 kN in mixes with 35%. This is due to 
the elevated stiffness and shape of the CS and its affinity with the binder, which increases the final resistance of the mixture.  

In samples where both materials take action, the increases in resistance were compensated. For mixes with 20% RAP, the 
highest Marshall stability values were obtained with CS of 15%, but the results closest to the conventional mixtures were obtained 
with a 35% CS. In mixes with 30% RAP, the results obtained with 25% CS were similar to a conventional mixture, meanwhile the 
rest of the CS amounts increased mixture stability values. In regards to mixtures with a RAP of 40%, adding 15% CS achieves 
resistances higher than a conventional mixture; meanwhile the remaining CS proportions increases the parameter to values between 
16 and 18 kN. 

In these cases, the CS is affected by aging of the binder provided by RAP. Although it was not possible to obtain the penetration 
of binder included in the RAP nor its viscosity, its workability was lower compared to the virgin binder AC-30 used. The CS does not 
cover itself properly in the aged binder, showing higher affinity with the virgin binder, decreasing the final resistance of the mixture. 
The virgin binder had a high viscosity and greater workability, suitably coating the CS. This effect becomes more evident as the 
amount of RAP increases and the amount of new binder decreases. However, the resistances obtained are superior to the 
conventional mixture, decreasing the stiffness of RAP mixtures.  

The flow results show behaviours that correlate with the previous (Fig. 6). The conventional mixture has expected values, 
located halfway within the interval required by regulation, between 2 and 4 mm of deformation. In mixtures that only RAP is included, 
as the amount of RAP increases deformation also increases, obtaining values close to the maximum deformation limit for mixtures 
with 40% RAP, but always within the permitted values. These values are slightly higher than those obtained in other studies where 
flow was maintained at values below 3 mm [19], which could be explained by the difference in the binders used and the degree of 
ageing of them. 

Adding CS varies the behaviour of the mixture. In mixtures without RAP, adding CS increases mixture flow, increasing 
deformation to values close to the maximum limit, therefore, in these cases the best result is obtained at CS concentrations of 15%. 
This is due to the fact that CS, as a result of their hydrophobic characteristics, do not absorb part of the mixture binder unlike traditional 
aggregate, but rather adheres to the surface, allowing deformation of the binder before rupture of the mixture. This deformation is 
also affected by the conditioning temperature (60°C), which increases viscous behaviour and avoids fragile rupture of the binder. 

By combining the RAP and the CS, the properties of both materials compensate and stabilise the deformations (flow) that are 
formed in the mixture. When 20% RAP is used, it is only appropriate to include 35% CS, obtaining values similar to the conventional 
mixture, while the rest of the amounts of CS exceed the allowed deformation values. 

For mixtures with 30% RAP, adding CS also reduces flow, but in this case, all CS quantities comply with the regulations and 
resemble the conventional mixture. As in the previous case, when the amount of CS is increased, the deformation in the mixture is 
reduced. 

Finally, in mixtures with 40% RAP, it is only possible to add the lowest CS dosage (15%), since the rest of the quantities exceed 
the permitted flow values. Using 15% CS, values similar to a conventional mixture are again obtained. 

In these cases, increased deformation is due to the decrease of new binder, which provokes a higher increase of freedom of 
movement in the mixture aggregates due to the lack of adhesiveness. The reduction in deformation provoked by CS is due to the 
particles of the material that anchor to the rest of the aggregates due to their fracture surfaces. 

Fig. 7 shows the Marshall stiffness index, where stability and flow of the Marshall tests are related. The conventional mixture 
shows an index close to 4.0 kN/mm, lower than the usual one (6.5 kN/mm) [19] , but higher than the recommended minimum, which 
stands at 3.0 kN/mm. These results are caused by low stability values, which is due to a poor affinity of the aggregate and the binder. 

Mixtures that only include RAP have a higher index, with values between 4.5 and 5.5 kN/mm, and closer to those obtained in 
previous researches [19]. When CS is incorporated, the stiffness index varies always following the same trend, with an initial increase 
in stiffness when using 15% CS, a subsequent decrease when using 25% EC, and a new increase to include 35% CS. The trend is 
lower marked in the case of 40% RAP, due to the greater variability found in the results. It is observed that this behaviour is inversely 
related to the flow increase that the mixtures suffer. 

The Marshall Stiffness ratio showed that the best flow relation is obtained for values between 25% and 35% for any amount to 
RAP, obtaining relations similar to a conventional mixture, and close to 4.0 kN/mm (Fig. 7). However, in the case of 40% RAP the 
results of the flow test should be taken into consideration, employing only 15% CS, obtaining values with high Marshall Stiffness with 
this provision, between 5.0 and 5.5 kN/mm, appropriate for their use in projects. In all the analysed cases the adequate stiffness 
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values were obtained for their use in surface layers, since their index is situated below 8.0 kN/mm established as a maximum limit 
that does not compromise durability when mixtures are prepared with RAP [19]. 

The results of IDT tests present behaviour complementary to the previous (Fig. 8). In mixes without CS, when adding RAP the 
IDT value increases due to the increase of stiffness provided by the aged binder. This behaviour is expected based on previous 
researches where the same phenomenon happened [19, 22]. In mixtures without RAP, the use of CS does not affect its IDT 
parameters, remaining at values close to those of the conventional mixture for any of the CS provisions used  

The combination of both materials reduces the IDT values, maintaining above the values obtained for a conventional mixture. 
Adding 35% CS in mixtures with 20% RAP does not modify the behaviour, however lower provisions of CS reduce resistance. In 
mixtures with 30% RAP resistance is reduced with 35% CS, and the resistance for the remaining provisions increases. The resistance 
in mixtures with 40% RAP increases with 15% CS and the remaining resources decrease their resistance.  

When analysing the results of the resilient modulus the same behaviour was observed (Fig. 9), with increases in the resilient 
modulus in mixtures without CS as the amount of RAP increased, and no variations were found to the module when CS is added to 
mixtures without RAP; with reductions in this parameter when both materials were combined. 

This behaviour, both in IDT assays and in the resilient modulus, is a result of the new binder that adheres with more strength 
to the aggregate covered by aged binder that included RAP than to the rest of the materials, and this adhesiveness does not present 
significant differences between aggregate and CS. However, when both are combined, the new binder, due to its increased affinity 
to RAP, reduces its affinity with CS, allowing increased movement in this type of mixture. This indicates that adding CS reduces IDT 
resistance and resilient modulus, but is always within the permitted parameters and higher than in conventional mixtures. 

 
4. Analysis of the results 

An analysis of the correlation between variables was performed to determine their statistic influence on the materials analysed 
in the results section, obtained in the different tests (Table 6). Also, based on the previous analysis of the results, the effect of the 
combination of both materials in the mixture was included in the analysis. The analysis shows that RAP has a direct influence on the 
results of all the tests, except for the flow assay. This relation implies that as RAP increases, the values obtained in the test also 
increase, becoming more evident in IDT and resilient modulus tests, where the relation is close to 0.80. This verifies the observations 
in graphs, where modifications to behaviour induced by RAP can be observed, similar to that obtained in previous studies. 

On the other hand, the CS has a minor influence on the behaviour of the mixture, since only a high correlation is observed in 
Marshall flow and stiffness, while in the rest of the tests the correlation is lost. It is observed that the values of correlation are low, 
always lower than 0.32 and with inverse relation, except the flow test. This behaviour shows that as the amount of CS increases the 
Marshall stability and stiffness, IDT and resilient modulus values are reduced, which indicates that the CS has little effect on the 
mixture but compression results are more affected than tensile results. 

The combinations of CS+RAP show a high significance, especially in IDT, resilient modulus and Marshall stability tests. A high 
correlation is observed in indirect tensile strength tests, with values higher than 0.50. The combination of materials shows that as the 
amount of replacement material (RAP+CS) is increased the strength but also the elasticity of the mixture increases. 

These results indicate that the CS by itself does not generate the desired positive effect, but the combination of this material 
with RAP does produce an increase in resistance while reducing the stiffness added by the RAP. 

To obtain a more detailed analysis on the influence of each material, a particle size analysis of the aggregates was performed, 
dividing each one of them in a fine and a coarse fraction, separated by the amount of material retained in the N°30 sieve, considering 
fine aggregates below the N°30 sieve and coarse aggregates above this size. At the same time, the relative contribution of both the 
fine and coarse component was calculated for each material in different mixtures. A normality test was performed to determine the 
relation between assay results with the particle size of each aggregate (fine and coarse fraction). Additionally a correlation between 
the behaviour characteristics, previously mentioned, with the percentage of total binder of each sample was obtained (Table 7). 

Stability, IDT and resilient modulus correlate with RAP in both fractions and with fine aggregate but not with CS and coarse 
aggregate, increasing the RAP parameter and decreasing the fine aggregate as its proportion increases in the mixture. The 
percentage of binder used also affects this value, decreasing as the percentage increases. Both fractions of RAP are the ones that 
most affect these results, with Pearson correlation values between 0.50 and 0.60. The increase in the amounts of RAP causes a 
noticeable increase in the strength of the mixture both tensile and compression, due to the hardening of the mixture, but also 
increases stiffness. This behaviour is the opposite of that observed with the fine aggregate. 

Flow is affected by CS, aggregate and binder, but RAP is not related to this parameter. Both CS sizes have a direct relation 
with flow, like the binder. However, the aggregate has an inverse relation, with an increased influence on fine aggregate. The most 
important material in the flow of the mixture is the amount of binder. As this material increases, the deformation of the sample 
increases, mainly associated with the greater area affected by the water and the temperature at which the test is carried out (60 ºC), 
which softens the material and directly affects the flow. 

In regards to Marshall stiffness, all the materials influenced on this parameter, except for aggregate. The same analysis of the 
graphs was performed, observing increased influence of RAP, which has a direct and positive affect, meanwhile the binder and CS 
also present an elevated but inverse relation, independent of the size of the material. The aggregate has a low relation, especially in 
coarse aggregate, which does not affect stiffness. The RAP and the amount of binder generate the most significant modification of 
this parameter. These results are explained because of the increase in Marshall stability, and the greater increase in flow generated 
by the binder, which is reflected in the Marshall stiffness index, as it is a relationship of the stability and flow parameters. 

By performing a controlled partial correlation of RAP, no significant relationships between CS, AR and binder with IDT or 
resilient modulus were found. This suggests that RAP has a stronger influence on these characteristics of the asphalt mixture. This 
partial correlation allowed the identification of coarse aggregates that positively correlate with stability, which was not observed with 
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fine aggregates (Table 8). Also, a positive relation was obtained, significant between the presence of fine and coarse CS, the fine 
AR and the percentage of binder in regards to flow, which indicates that these materials directly affect this property independently of 
the presence of RAP in the mixture. However, it is observed that again this property depends mainly on the binder, increasing the 
flow values when the binder dosage increases, as it was observed in Table 7. 

The analysis of the results shows that it is finally the RAP that directly affects the resistance, but also increases the stiffness of 
the mixture. The combination of materials CS+RAP helps to reduce that stiffness while maintaining adequate resistance values 
resistance. Regarding the Marshall flow and softening of the mixture, this is affected mainly by the amount of binder, and since these 
properties are not related to the amount of RAP, it can be deduced that it does not influence whether the binder is aged or not. 
 
5. Conclusions 

The following conclusions can be made on the effect of CS and RAP in asphalt mixtures: 
A general chemical reaction between the different analysed materials in the asphalt mixtures is not produced, generating 

adhesiveness between these materials only in a mechanical manner. The resistance of the mixture depends on the stiffness of the 
materials and the cohesive bonds present in the binder. 

RAP present in the mixture increases all the resistance values, both Marshall Stability and IDT, thanks to the affinity of the new 
binder with the existing RAP.  

The presence of CS controls Marshall Stability and excessive IDT provided by RAP, reducing values to those similar to a 
conventional mixture. 

CS reduces flow and resilient modulus values in mixes with RAP to values similar to a conventional mixture thanks to the shape 
of the material. If the combination between RAP and CS is not adequate, both parameters will increase due to the high amount of 
binder bounded to RAP.  

The use of CS is beneficial to mixtures with RAP when the combination of these materials is located in the range between 45 
and 55% over the total aggregate volume of the mixture. The use of CS in mixtures without RAP does not modify its behaviour in a 
sensible way, but its use must be limited to low concentrations.  

The size of RAP or CS does not affect behaviour of the mixture; the amount of material is more influential than its size. However, 
the amount of fine AR does affect the properties of the asphalt mixture, worsening the behaviour as its proportion with the rest of the 
materials increases. 

It is necessary to carry out moisture damage, fatigue and rutting tests in the future to establish the overall behaviour of the 
analysed mixtures and evaluate their durability. These tests allow determining the effect of water in the mixture, its behaviour against 
plastic deformations and its durability under repetition of loads at different temperatures and load frequencies. 
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