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Nanoscopic surface inspection by analyzing the
linear polarization degree of the scattered light
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We present an optical method for the nanoscopic inspection of surfaces. The method is based on the spectral
and polarization analysis of the light scattered by a probe nanoparticle close to the inspected surface. We
explore the sensitivity to changes either in the probe–surface distance or in the refractive index of the
surface. © 2009 Optical Society of America
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Plasmonics is a recent research field with a great in-
fluence in nanotechnology [1,2]. During the past two
decades, research in plasmonics involving metallic
nanoparticles (NPs) has grown very fast, in part be-
cause of the need of different technological applica-
tions to inspect, monitor, and characterize materials,
looking for particulate contaminants, roughness, and
other defects in the subwavelength limit [3]. Around
these applications, near-field microscopy techniques
with nanoprobes have developed very fast. They en-
able to image phenomena, well beyond the diffraction
limit (see [4] and references therein). The probe is
key to the proper function of some near-field micro-
scopes, in particular, those based on the spectroscopy
of tips scanned along the sample [5,6]. Here is where
these metallic NPs are of crucial importance owing to
their size (resolution beyond the diffraction limit) [7]
and the possibility of generating high intense fields
on their surroundings (high sensitivity) [8]. Follow-
ing the research line marked by the previous re-
searchers, in a previous work [9] we presented a sur-
face characterization method based on optical
spectroscopy: a silver nanoparticle acting as a sensor
was scanned over a surface. By studying the plas-
monic shifts induced by the substrate, we were able
to predict and characterize the existence of inhomo-
geneities on it. We propose in this Letter an optical
inspection method based on the study of the linear
polarization degree PL at normal incidence, defined
as �Is−Ip� / �Is+Ip� and measured at 90°, where Is
and Ip are the intensities with polarization perpen-
dicular and parallel to the plane of incidence, respec-
tively (see Fig. 1). In this scattering geometry small
particles �r=50 nm� with p-polarized excitation do
not radiate at 90°, and scattering, if any, is caused by
the particle–surface interaction. Having this in mind,
the system under study consists of a silver NP with
cubic shape acting as a sensor and located close to a
dielectric substrate. Both are illuminated with a
plane wave linearly polarized in either the scattering
plane or orthogonal to it, thus producing Is and Ip.
This combined measurement can be very useful for
profilometry and surface inspection, as it is sensitive
to the NP–substrate distance and to the refractive in-

dex of the substrate.
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The corresponding experimental arrangement is
similar to that shown in Fig. 1(a) of [10], where the
illumination of the probe can be made as in [4] in the
far-field configuration. Figure 1 represents a model of
a real experimental configuration.

The basic interaction mechanism arises from the
fact that when a metallic NP is in the proximity of a
substrate and both are under the action of an exter-
nal electromagnetic field, the charge polarization in-
duced on the particle causes another charge distribu-
tion on the substrate, which in turn also affects the
NP. This charge distribution can be seen as the image
charge distribution of the NP. Although for small NPs
the dipolar approximation might be sufficient for de-
scribing the optical response of the isolated NP, the
substrate-induced field acting on the whole volume of
the NP, is no longer homogeneous in space, and mul-
tipolar modes of higher order might be excited in ad-
dition to the dipolar one [11]. The method we present
here takes advantage of these multipolar modes that
cause a variation in the linear polarization degree at
90°. All numerical calculations have been done using
the discrete dipole approximation [12], which is a
computational procedure that deals with the object
by assuming that it is composed by a high enough
number of elements, each one considered as a polar-
izable dipole.

Fig. 1. (Color online) Scattering geometry. The inset
shows a possible experimental arrangement, where the
detector contains a long working distance microscope

objective.
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For isolated light-scattering nanoparticles, we ob-
tain in the small size limit the maximum value for
the linear polarization degree at right-angle observa-
tion: PL=1. This is due to the typical dipolar behavior
of particles much smaller than the wavelength
��50 nm�, producing no far-field scattering in the os-
cillation direction, but it does not hold for larger NPs,
where other oscillation modes may be excited, as we
will show later on. When a metallic particle ap-
proaches a substrate whose normal is in the same di-
rection as the incident light beam, the system finds a
natural limit in the isolated particle case when the
NP is far enough from the substrate as to consider
their interaction almost null. However, when the
particle–substrate gap distance, h, is reduced, inter-
actions, although being of the dipole–dipole kind, af-
fect the scattering patterns, deforming the typical
eight-shape of the near field of the isolated NP and
producing some amount of p-polarized scattering
[13]. As a result, the value of PL decreases from the
unperturbed value of 1. This effect is more notorious
if the incident wavelength is able to excite some reso-
nant oscillations or localized plasmons in the NP, be-
ing therefore very interesting to explore the spectral
evolution of such parameter for a set of values of h. In
Fig. 2 the spectral evolution of PL is shown for a sil-
ver cubic NP of size given by its side L=40 nm, above
a dielectric substrate of refractive index n=1.5, and
for distances for the particle–substrate gap ranging
from h=2 nm to h=30 nm. The limit case �h→�� is
also included. Optical properties of silver have been
taken from [14].

A small minimum of PL observed near �=400 nm
for the isolated particle becomes a deep minimum
over �=430 nm for h=2 nm. The value and position
of the minimum are strongly dependent on the gap
distance h, showing a redshift that increases with the
interaction. This behavior is similar to that found for
the scattered far field of resonant metallic NPs [11].
Also note that the plasmonic response of an NP de-
pends strongly on its shape, making an interesting
further study of how the NP shape affects the sensi-
tivity and resolution of the proposed model. However,

Fig. 2. (Color online) Spectrum of PL for a 40 nm NP lo-
cated at different values of h. The inset shows the polar ra-
diation diagram in log scale for an NP located at h=8 and

h=2 nm, respectively.
this study is out of the scope of this short communi-
cation. In Fig. 2 we have included, as an advance, the
results obtained for a truncated cube (rounded ver-
tex) located at h=2 nm and 4 nm.

Because the substrate is interacting with the par-
ticle and modifying the plasmonic resonant condi-
tions, the spectral curves for PL necessarily have to
depend on the dielectric constant of the substrate. In
Fig. 3 some curves are shown for a cubic particle of
L=40 nm, for a constant gap h=4 nm, and for a set of
values of n, ranging from the limit case n=1 (isolated
particle) to n=2. Again, enhancing the particle sub-
strate interaction, this time by increasing the dielec-
tric response of the medium, redshifts of the mini-
mum of PL up to values over �=420 nm are observed.
These dependences suggest the potential applications
of PL measurement as a polarimetric tool for profilo-
metry and surface inspection in conditions where the
signal is weak (near grazing detection). In the case of
profilometry application, the refractive index of the
substrate needs to be known, whereas for the surface
inspection application it is the tip–substrate dis-
tance, the parameter that has to be known. It is in-
teresting to remark that very similar results were ob-
tained when PL was calculated integrating over 10°
out of the 90° direction, making possible to extend
these results to scattering angles that separate a few
degrees from grazing. This also gives a more realistic
view of the possibilities of the method when taken to
the experiment, where integration over small non-
null angular intervals is required.

In exploring the size dependence, our first group of
results was connected with the checking of the men-
tioned dependences of PL for other values of
L=50 nm. Similar trends were obtained for the series
of PL curves, always with sharper minimum values
for larger particles. This general behavior only con-
firmed the robust condition of a method based on the
measurement of PL on a particle of small size.

The second group of calculations concerned NPs of
size L�50 nm. Now, other modes of order higher
than the dipolar appear, and even for the isolated
particle, the p-polarized intensity is enhanced, and
then PL tends to exhibit a very clear minimum. When
the big NP approaches the substrate we find the re-
sults shown in Fig. 4. A silver cube sized L=80 nm is

Fig. 3. Spectrum of PL for different substrate refractive

indexes.
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located above a dielectric surface �n=1.5�, with a gap
ranging from h=60 nm to h=4 nm. In this way PL is
calculated for a set of curves that basically corre-
sponds to scattering systems that are scaled by a fac-
tor of 2 with respect to the former set shown in Fig. 2.
The redshift behavior of the minimum reaching val-
ues over �=440 nm for h=4 nm and the increasing
values of the minima are again found, but the most
remarkable feature of these curves is the presence of
intervals with PL�0 obtained for h�20 nm.

This inversion in the sign of PL can be observed in
the polar radiation pattern shown in the left inset of
the figure. When the nanocube is close to the sub-
strate, the eight-shape of the parallel component ro-
tates 90°, therefore radiating in this direction. For
completeness we show the parallel and perpendicular
intensity spectrum in the right inset of Fig. 4, show-
ing that this negative sign in PL is due to the en-
hancement of Ip, which has higher values than Is at
certain wavelengths.

As a general conclusion, our proposal constitutes a
technique complementary to that presented in [5,6],
where the measurement of spectral shifts of reso-
nance peaks can give information about the surface.
At this point, a comparison of both techniques (reso-

Fig. 4. (Color online) Spectrum of PL for a 80 nm
nanocube located at different values of h. The inset shows
the polar radiation diagram for an NP located at h=8 nm
and h=4 nm, respectively.
lution, sensitivity, signal-to-noise ratio, etc.) would be
very interesting in order to underline the main ad-
vantages of each one. However, this is out of the
length for this Letter, and it can be a matter for more
research on this topic.
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